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REVISION HISTORY
NOTES: UNLESS OTHERWISE SPECIFIED
REV DESCRIPTION DATE | APPROVED

1. INTERPRET DRAWING IAW ASME Y14.100, Y14.24, Y14.34M AND Y14.35M. - INITIAL RELEASE 13/8/13 | TS

2. DIMENSIONS AND TOLERANCING SHALL BE INTERPRETED IAW ASME Y14.5M-1994.

3. MATERIAL: A | REVISED IAW ECN ASOS-ECN-000047 12/11/14 | TS

a.  TYPE 316 STAINLESS STEEL TUBE, 0.035" THICK WALL, 1/4 " OD, ASTM A312 /
A312M - 14,

b.  TYPE 316 STAINLESS STEEL SHEET, 0.030" THICK, MIL-S-5059.

4. REMOVE BURRS AND BREAK SHARP EDGES.
5. FINISH: PASSIVATION TREATMENT, ASTM A967 / A967M - 13.

[6] IDENTIFY PER MIL-STD-130 BY MARKING .12 HIGH GOTHIC STYLE CHARACTERS
USING BLACK LACQUER PER TT-L-32, TYPE II, CLASS 2 OR USING LABEL. 53 00+10
LOCATION TOLERANCE +.50. =00
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